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@ RF&#E (Service Category/Approval)
o APl GL-5

@ & Aq#iE (Typical Value)

wEp PRI

o Test Method SAE 90 | 80W90 |SAE 140|85W140
pr ¢ Color ASTM D1500 L2.0 L2.0 L3.0 L3.0
v & Specific Gravity 20°C/20°C |[ASTM D4052 | 0.8860 | 0.8860 | 0.8984 | 0.8990
EHELE 40°C, cSt 171.6 | 163.6 | 363.8 | 360.9

. N ASTM D445
Kinematic Viscosity [100°C, cSt 16.34 | 1584 | 28.25 | 28.21
%k & 4p #ic Viscosity Index ASTM D2270 99 99 106 106
f* ¢ 2L Flash Point, °C ASTM D92 240 244 248 250
;w5 25 Pour Point, °C ASTM D97 -18 -21 -12 -12
o B2 R@ (Service Category/Approval)
o APl GL-4

@ £ A#iE (Typical Value)

7% B PR

Item Test Method - %0 SOWS0
24 Color ASTM D1500 L2.0 L2.0
vt & Specific Gravity 20°C/20°C |ASTM D4052 0.8866 0.8860
FH 2 40°C, cSt 172.6 164.0
A & IASTM D445
Kinematic Viscosity [100°C, cSt 16.38 15.88
A& 45 #c Viscosity Index ASTM D2270 99 99
P L 2k Flash Point, °C ASTM D92 240 240
;w5 2L Pour Point, °C ASTM D97 -15 -18
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